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Customer No. Reference Standard
BREN , FREM HE3A
Customer Name Product Name
\* IJ
S v T D125
Status Spool
] 0 ~mitts /
Specification ' Batch Number
1% = 1
_ thEss _ 294KG 'L'!f'mEmﬂ 2024/10/22
Delivery Quantity Delivery Date
1. YIIEERE/Physical Performance
] = MABEE (Mpa) SHZE(%IACS) HE(mm)
Inspection Item Tensile strength(Mpa) Conductance(%IACS) Straightness(mm)
RRinE
. 1000-1100 19-24 <80
Inspection Standard
Hm1
1036 22.2 26
Sample 1
Hm2
1037 22.3 45
Sample 2
H#m3
1039 22.4 60
Sample 3
ST BFIURIiHAIEHL(1KN) QJ44EBEME(N HENSER
Testing Instrument Electronic tension tester(1KN) QJ44 resistance tester Straightness measuring plate
2. R3FISize
L = HiE(mm) HEIE(mm) MR
Inspection Item Diameter(mm) Roundness(mm) Appearance
R 0.0980-0.1000 0-0.001 atg
Inspection Standard ) e e =
R -
0.0995 0.0005 (i}
Sample 1
Hm2
o 0.0996 0.0004 aig
Sample 2
Hm3
o 0.0997 0.0002 aig
Sample 3
Rl 5 b 23 1Y Bl
Testing Instrument Laser dia-testing machine visual check
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Final result: Pass
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